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Fig. S1 (8). Diffraction patterns of sesquiselenide samples of rare earth elements: A − Sm2.67Se4 

(Sm2Se3), B − Yb2Se3 

 

 

 

Fig. S2 (9). Ceramic samples of SrLnCuSe3 (Ln = Sm, Yb) 


